WY~ P T TS SRR ST = TS I SRR e R AP DL

MID-CONTINENT
TESTING LABORATORIES, INC.

MIGH TECHNOLOGY OIL ANALYSIS

!

AND ENVIRONMENTAL TESTING SAMPLE NAME: SW-8
M // DESCRIPTION:
/ SAMPLE DATE: 01/12/95
s SAMPLE TIME:
SAMPLED BY:
2381 S. Plaza Dr. » PO. Box 3388  Rapid City, SD 57709
(605) 348-0111
ACOOUNT NUMBER: W1000
LAB NUMBER: 19950116104
STAN MICHALS DATE RECEIVED: 01/13/95
BROHM MINING CORP. TIME RECEIVED: 07:00 AM
P.0O. BOX 485 REPORT DATE: 01/17/95

DEADWOOD, SD 57732
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PHYSICAL PROPERTIES

Conductivity, umhos/cm
Hardness

PH

Selids, Dissolved, mg/1
Solids, Suspended, mg/1
Turbidity, NTU

INORGANIC & NONMETALLIC
Alkalinity

Bicarbonate

Carbonate, mg/1
Chloride, mg/]

Cyanide, Total, mg/1
Cyanide, WAD, mg/1
Cyanide, Free, mg/l
Fluoride, mg/1
Nitrogen, Ammonia, mg/!
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/]
Sulfate, mg/1

Major Anion Sum, meq/L

Major Cation Sum, meq/L
Anion-Cation Balance, %

SPECIAL TESTS

ACIDITY

- ————— o —— —

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Mo lybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY:

DATE:

DISSOLVED

TOTAL

127




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 ¢ Rapid City, SD 57709

(605) 348-0111

STAN MICHALS
BROHM MINING CORP.
P.O. BOX 485

|
l
I
DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE METALS mg/1
Conductivity, umhos/cm 169. Aluminum
Hardness 64.2 Ant imony
PH T7.43 Arsenic
Solids, Dissolved, mg/l 87.0 Barium
Solids, Suspended, mg/l 16.0 Beryllium
Turbidity, NTU . Boron

Cadmium
Calcium
INORGANIC & NONMETALLIC VALUE Chromium
----- = Cobalt

Alkalinity 54.0 Copper
Bicarbonate 65.9 Gold
Carbonate, mg/1 0.00 Iron
Chloride, mg/1 10.0 Lead
Cyanide, Total, mg/1 <.010 Lithium
Cyanide, WAD, mg/1 . Magnesium
Cyanide, Free, mg/l . Manganese
Fluoride, mg/1 . Mercury
Nitrogen, Ammonia, mg/l s Mol ybdenum
Nitrogen, Nitrate, mg/l <.050 Nickel
Nitrogen, Nitrite, mg/l . Potassium
Sulfate, mg/1 <10.0 Selenium

Silicon
Silver

QUALITY CONTROL VALUE Sodium
———————————————————————————————— Strontium
Major Anion Sum, meq/L 1.57 Vanadium
Major Cation Sum, meq/L 1.58 Zinc
Anion-Cation Balance, % 0.18
SPECIAL TESTS VALUE
ACIDITY <10.0 APPROVED BY:

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER:
LAB NUMBER :
DATE RECEIVED:
TIME RECEIVED:
REPORT DATE:

Sw-8

04/19/95

w1000
19950420202
04/20/95
06:15 AM
04/20/95

.125 .855
<.005 <.005
<.001 <.001

16.0 )
<.005 <.005

-267 1.21
5.89 )
<.050 .088
1.72 )
5.74 .
<.050 .053




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS

AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

P.O. BOX 485

BROHM MINING CORP.

DEADWOOD, SD 57732

’ PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 169.
Hardness 64.2

PH 7.43

Solids, Dissolved, mg/l 87.0

Solids, Suspended, mg/l 16.0
Turbidity, NTU !

’ INORGANIC & NONMETALLIC VALUE

I Alkalinity 54.0
Bicarbonate 65.9
Carbonate, mg/l 0.00
Chloride, mg/1 10.0
Cyanide, Total, mg/l <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/l o

l Fluoride, mg/1 .
Nitrogen, Ammonia, mg/l &

i Nitrogen, Nitrate, mg/l <.050
Nitrogen, Nitrite, mg/l <
Sulfate, mg/l <10.0

QUALITY CONTROL VALUE
Major Anion Sum, meq/L 1.57
Major Cation Sum, meq/L 1.58
Anion-Cation Balance, % 0.18
SPECIAL TESTS VALUE
ACIDITY <10.0

Barium
Beryllium
Boron
Cadmi um
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zine

APPROVED BY:

DATE

DISSOLVED

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER :

TIME RECEIVED

REPORT DATE:

Sw-8

04/19/95

w1000
19950420202
04/20/95
06:15 AM
04/20/95




7 TIME: gs GO METER USED: VAT H /MR
) /

SAMPLER: A /7/ STREAM WIDTH: S

STATION NO: W/ = &5 TOTAL FLOW:

GAUGE HEIGHT: WATER SAMPLE (_YislNo):

TEMPERATURE (degrees C): FILTERED METALS (Yes/No):

pH: 2O & NUMBER/TYPE BOTTLES:
CONDUCTIVITY (umhos/cm): :

| 0.76 ). 2.1 ). L79C
P . 7i A /. 7640
4 - 7S ). 8 330
3.3 g, [+ 3363
1.5 5 | w8 C |l 46l
) Je 0. 7738
/| o /] 0 - 2855Z
5 £ . ) « S 0.l 764

COMMENTS:

FORMS'SURFWTR.FRM




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

M ‘4(

2381 S. Plaza Dr. » PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 160.
Hardness 65.9
PH 7.45
Solids, Dissolved, mg/l 82.0
Solids, Suspended, mg/1 <10.0
Turbidity, NTU :
INORGANIC & NONMETALLIC VALUE
Alkalinity 60.0
Bicarbonate 73.2
Carbonate, mg/1 0.00
Chloride, mg/1 6.00
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/l .
Fluoride, mg/1 .
Nitrogen, Ammonia, mg/l .
Nitrogen, Nitrate, mg/l <.050
Nitrogen, Nitrite, mg/l :
Sulfate, mg/l1 14.3
QUALITY CONTROL VALUE
Major Anion Sum, meq/L 1.67
Major Cation Sum, meq/L 1.53
Anion-Cation Balance, % -4.14
SPECIAL TESTS VALUE
ACIDITY <10.0

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

SW-8
05/25/95

w1000

LAB NUMBER: 19950526305
DATE RECEIVED: 05/26/95
TIME RECEIVED: 07:00 AM
REPORT DATE: 05/30/95
METALS mg/1 DISSOLVED TOTAL
Aluminum <.050 .205
Ant imony . R
Arsenic <.005 <.005
Barium : .
Beryllium . .
Boron . .
Cadmium <.001 <.001
Calcium 18.2 .
Chromium " .
Cobalt . .
Copper <.005 <.005
Gold - "
Iron <.050 .651
Lead R :
Lithium . .
Magnesium 4,96 .
Manganese .059 .078
Mercury .
Molybdenum .
Nickel . .
Potassium 1.63 .
Selenium : .
Silicon . .
Silver & .
Sodium 4.02 .
Strontium . .
Vanadium . .
Zinc <.050 <.050
APPROVED BY:
DATE - 20-95 /




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS

AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 160.
Hardness 65.9
PH 7.45
Solids, Dissolved, mg/1 82.0
Solids, Suspended, mg/1 <10.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 60.0
Bicarbonate T73:2
Carbonate, mg/1 0.00
Chloride, mg/1 6.00
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 o
Cyanide, Free, mg/l 3
Fluoride, mg/1 5
Nitrogen, Ammonia, mg/1 .
Nitrogen, Nitrate, mg/1 <.050
Nitrogen, Nitrite, mg/l .
Sulfate, mg/l 14.3

»

QUALITY CONTROL VALUE
Major Anion Sum, meq/L 1.67
Major Cation Sum, meq/L 1.53
Anion-Cation Balance, % -4.14

SPECIAL TESTS VALUE
ACIDITY <10.0

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zine

APPROVED BY:

DATE:

DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACOOUNT NUMBER :

LAB NUMBER :

DATE RECEIVED:
TIME RECEIVED:

REPORT DATE:

SW-8

05/25/95

w1000
19950526305
05/28/95
07:00 AM
05/30/95

A,Z;//%A(L)W

7 =77
/2&-9( /




TIME: - METER USED:

SAMPLER:; ' " PWwUtrx STREAM WIDTH:

STATION NO: V" TOTAL FLOW:

GAUGE HEIGHT: M/ WATER SAMPLE (Yes/No):

TEMPERATURE (degrees C): By FILTERED METALS (Yes/No):

NUMBER/TYPE BOTTLES:

CONDUCTIVITY (umhos/cm): : FLOW (gpm):

7 R \,“ { {
) L ( IS O
¥ ¥S /, 55
, Y
) p | ¢
| /.3 /1.3 JAS RE
¢ ’ | > | 3 ) &) 2
) | 65 ) ) 4O
> | | Jd )
\ S 4 410
’ / . 7)) I
' - &qT ) ﬁ\&
J kO 6C -
1. 95 = '/7:

COMMENTS:

FORMSSURFWTR.FRM




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS

AND ENVIRONMENTAL TESTING mw NAME : w"‘s
DESCRIPTION:
SAMPLE DATE: 08/17/95

\/\/\"\/\/\/\/‘\4/
‘ SAMPLE TIME:

SAMPLED BY:
2381 S. Plaza Dr. « PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111
ACCOUNT NUMBER: W1000
LAB NUMBER: 19950821202

STAN MICHALS DATE RECEIVED: 08/18/95
BROHM MINING CORP. TIME RECEIVED: 07:00 AM
P.O. BOX 485 REPORT DATE: 08/22/95

DEADWOOD, SD 57732

2 AA-21

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 252. Aluminum .056 .072
Hardness 108. Ant imony " .

PH 8.26 Arsenic <.005 <.005
Solids, Dissolved, mg/1 125. Barium . .
Solids, Suspended, mg/1 <10.0 Beryllium . .
Turbidity, NTU . Boron . o
Cadmi um <.001 <.001
Calcium 30.0 "
INORGANIC & NONMETALLIC VALUE Chromium . R
Cobal t . ¢
Alkalinity 104. Copper <.005 <.005
Bicarbonate 127. Gold . -
Carbonate, mg/1 0.00 Iron .079 .174
Chloride, mg/1 7.00 Lead . .
Cyanide, Total, mg/1 <.010 Lithium & .
Cyanide, WAD, mg/1 " Magnesium 8.02 »
Cyanide, Free, mg/1 " Manganese <.050 <.050
Fluoride, mg/1 . Mercury . :
Nitrogen, Ammonia, mg/l . Molybdenum . "
Nitrogen, Nitrate, mg/1 <.050 Nickel . .
Nitrogen, Nitrite, mg/1 . Potassium 2.54 .
Sulfate, mg/1 <10.0 Selenium . .
Silicon - .
Silver o :
QUALITY OONTROL VALUE Sodium 5.54 B
Strontium o .
Major Anion Sum, meq/L 2.49 Vanadium . .
Major Cation Sum, meq/L 2.46 Zinc <.050 <.050
Anion-Cation Balance, % -0.52

SPECIAL TESTS VALUE

ACIDITY <10.0 APPROVED BY: 07




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. * PO. Box 3388 » Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.
P.O, BOX 485
DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 252,
Hardness 108,
PH 8.26
Solids, Dissolved, mg/1 125,
Solids, Suspended, mg/l <10.0
Turbidity, NTU A
INORGANIC & NONMETALLIC VALUE
Alkalinity 104,
Bicarbonate 127.
Carbonate, mg/1 0.00
Chloride, mg/1 7.00
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 A
Cyanide, Free, mg/l A
Fluoride, mg/] .
Nitrogen, Ammonia, mg/l 3
Nitrogen, Nitrate, mg/l <,050
Nitrogen, Nitrite, mg/l >
Sulfate, mg/! <10.,0
QUALITY CONTROL VALUE
Major Anion Sum, meq/L 2.49
Major Cation Sum, meq/L 2.46
Anion-Cation Balance, % -0,52
SPECIAL TESTS VALUE
ACIDITY <10.0

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Mo 1 ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zine

APPROVED BY:

SAMPLE NAME: Sw-8
DESCRIPTION:

SAMPLE DATE:

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000

LAB NUMBER: 198950821202
08/18/95

TIME RECEIVED: 07:00 AM

<.050

08/17/95

08/22/95




SURFACE WATER STREAM GAUGING - FIELD FORM

-

DATE: AuwG . | 7 TIME: & & METER USED:MALSH ~ . B1ENE M
/1925 7
SAMPLER: _ STREAM WIDTH:

STATION NO: | TOTAL FLOW:

GAUGE HEIGHT: WATER SAMPLE (Yes/No):

TEMPERATURE (degrees C): - - FILTERED METALS (Yes/No):

pH: - i NUMBER/TYPE BOTTLES:

CONDUCTIVITY (umhos/cm):

| Interval | Midpoint Velocity (fps) Qcfs |

N
.
\

)

0.8 Z 0. 1804
& S (. 72 5.2/ 6,238
r' &~

(
N

0.9 6./ 0,08¢CC

o [Z1777]

N

COMMENTS: _ 14 ¢

FORMS\SURFWTR.FRM



MID-CONTINENT

TESTING LABORATORIES, INC.

H TECHNOLOGY OIL ANALYSIS

SAMPLE NAME: SW-8

AND ENVIRONMENTAL TESTING

- i SAMPLE DATE: 01/09/96
- SAMPLE TIME:
2381 S. Plaza Dr. « PO. Box 3388 « Rapid City, SD 57709 SAPLED BY:
(605) 348-0111
ACOOUNT NUMBER: W1000
LAB NUMBER: 19960110303
STAN MICHALS DATE RECEIVED: 01/10/96
BROHM MINING CORP. TIME RECEIVED: 07:00 AM
P.O. BOX 485 REPORT DATE: 01/11/96

DEADNOOD, SD 57732

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 236. Al uminum <.050 .184
Hardness 99.3 Ant imony . .
PH 7.71 Arsenic <.005 <.005
Solids, Dissolved, mg/1 116. Barium : &
Solids, Suspended, mg/l <10.0 Beryllium . o
Turbidity, NTU . Boron . .
Cadmi um <.001 <.001
Calcium 25.9 »
INORGANIC & NONMETALLIC VALUE Chromi um - .
-— Cobalt v .
Alkalinity 92.0 Copper .009 .009
Bicarbonate 112, Gold . .
Carbonate, mg/1 0.00 Iron .073 o237
Chloride, mg/1 7.50 Lead . .
Cyanide, Total, mg/1 <.010 Lithium * "
Cyanide, WAD, mg/1 § Magnes i um 8.41 g
Cyanide, Free, mg/1 . Manganese <.050 <.050
Fluoride, mg/1 . Mercury . .
Nitrogen, Ammonia, mg/] . Mol ybdenum . .
Nitrogen, Nitrate, mg/l .178 Nickel * -
Nitrogen, Nitrite, mg/1 o Potassium 1.91 »
Sulfate, mg/] 12.5 Selenium . .
Silicon . #
Silver . .
QUALITY CONTROL VALUE Sodium 5.00 .
------- Stront ium . .
Major Anion Sum, meq/L 2.32 Vanadium . .
Major Cation Sum, meq/L 2.25 Zinc <.050 <.050
Anion-Cation Balance, % -1.55
SPECIAL TESTS VALUE
ACIDITY <10.0 APPROVED BY:
DATE: /U 2C




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

SAMPLE NAME: SW-8
DESCRIPTION:

SAMPLE DATE: 01/09/96
SAMPLE TIME:

2381 S. Plaza Dr.  PO. Box 3388 * Rapid City, SD 57709 HANELED BY:

(605) 348-0111

ACOOUNT NUMBER: W1000
LAB NUMBER: 19960110303

STAN MICHALS DATE RECEIVED: 01/10/96
BROHM MINING CORP. TIME RECEIVED: 07:00 AM
P.O. BOX 485 REPORT DATE: 01/11/96

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 236. Aluminum <.050 ' 184
Hardness 99.3 Ant imony : 2
PH 71 Arsenic <.005 <.005
Solids, Dissolved, mg/l 116. Bar ium < .
Solids, Suspended, mg/1 <10.0 Beryllium . .
Turbidity, NTU . Boron . p

Cadmium <.001 <.001. . o™
Calcium 25.9 .
INORGANIC & NONMETALLIC VALUE Chromium . .
Cobalt . ‘
Alkalinity 92.0 Copper .009 .009
Bicarbonate 112, Gold ’ §
Carbonate, mg/1 0.00 Iron 073 . 237
Chloride, mg/l 7.50 Lead . S
Cyanide, Total, mg/l <.010 Lithium . %
Cyanide, WAD, mg/1 . Magnesium 8.41 &
Cyanide, Free, mg/l ¢ Manganese <.050 <,050
Fluoride, mg/1 = Mercury . y
Nitrogen, Ammonia, mg/l . Mo 1l ybdenun > .
Nitrogen, Nitrate, mg/l 178 Nickel . :
Nitrogen, Nitrite, mg/1 > Potassium 1.91 .
Sulfate, mg/1 12.5 Selenium ’ .
Silicon ¢ .
Silver 3 .
QUALITY CONTROL VALUE Sodium 5.00 g
- - Strontium . P
Major Anion Sum, meq/L 2432 Vanadium o ‘
Major Cation Sum, meq/L 2.25 Zine <.050 <.050
Anion-Cation Balance, % -1.55

SPECIAL TESTS VALUE

ACIDITY <10.0 APPROVED BY: % /

DATE: o ) A




DATE: VAN . OZ? TMe: _CE L ¥S
/199G s ,
SAMPLER: ¥)Oﬁ’/\/ STREAM WIDTH:

STATION NO: TOTAL FLOW:

GAUGE HEIGHT: WATER SAMPLE (Yes/No):

TEMPERATURE (degrees C): 3 FILTERED METALS (Yes/No):
pH: . !/ NUMBER/TYPE BOTTLES:

CONDUCTIVITY (umhos/cm):

TOTAL

COMMENTS:

NO FLOCW Pl 70 TH/CK /CE




URFACE WATER STREAM GA - FIELD FORM

pATEAPRIL 19 ToME:
1996

METER USED: A/AFPSH Me BIRNEY

TEMPERATURE (degrees C):

-SAMPLER

STATION NO:

GAUGE HEIGHT:

WATER SAMPLE (Yes/No):

FILTERED METALS (Yes/No):

STREAM WIDTH:

TOTAL FLOW:

pH: NUMBER/TYPE BOTTLES: S
CONDUCTIVITY (umhos/can): FLoW oy _[®@ ) 293
Interval IMidpoint Width | Depth | Area (sft) Velocity '('rps)..ﬁj‘" Qcfs ]
6.5 [ 1/.08 6.422 6, 453¢
/. & / g, 17 0. 79 2.1983
. < / 200 ¢.c7 d. 5400
3,8 / | &8 .73 S.6784
¢. 8 / 2,00 2.63 S 2600
Ly / /.83 Z, s 4. 1?25
¢ S~ / ). 58 g, 3.333%
r e / .58 Z. ¢O 37920
B.S / ). 28 c.cl 2, 5250
P 5" [ |/.06 |.¥3 [oF 764
0.8 | / 0. 75" [. 7T | ¢ 2900
785 / . £B /. FO 0,820
/2.5 | 6. qZ o, €3 O, 3¢8(
/< B3 ;1 o33 0.0% 0 0263
I ToTAL | 3G (3620
COMMENTS:

FORMS\SURFWTR.FRM




MID-CONTINENT

TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS / SAMPLE NAME: SW-8
AND ENVIRONMENTAL TESTING “‘/w DESCRIPTION:
\1/\/\«\,\,\/\ SAMPLE DATE: 04/19/96
A SAMPLE TIME:
SAMPLED BY:

2381 S. Plaza Dr. » PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

ACOOUNT NUMBER: W1000
LAB NUMBER: 19960423204
STAN MICHALS DATE RECEIVED: 04/23/96
BROHM MINING CORP. TIME RECEIVED: 06:30 AM
P.O. BOX 485 REPORT DATE: 04/24/96

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 111. Aluminum .469 .734
Hardness 42.6 Ant imony 3 "

PH 7.21 Arsenic <.005 <.005
Solids, Dissolved, mg/l 60.0 Barium . .
Solids, Suspended, mg/1 31.0 Beryllium . .
Turbidity, NTU . Boron : .
Cadmium <.001 <.001
Calcium 11.1 .
INORGANIC & NONMETALLIC VALUE Chromium R -
——————— Cobalt . :
Alkalinity 38.0 Copper <.005 <.005
Bicarbonate 46.4 Gold . )
Carbonate, mg/1 0.00 Iron .321 .885
Chloride, mg/1 5.00 Lead . .
Cyanide, Total, mg/1 <.010 Lithium . .
Cyanide, WAD, mg/1 ) Magnesium 3.62 )
Cyanide, Free, mg/1 . Manganese <.050 .101
Fluoride, mg/1 " Mercury ) i
Nitrogen, Ammonia, mg/1 " Molybdenum . "
Nitrogen, Nitrate, mg/1 <.050 Nickel ) .
Nitrogen, Nitrite, mg/l " Potassium 1.66 .
Sulfate, mg/1 <10.0 Selenium ) .
Silicon . .
Silver . .
QUALITY CONTROL VALUE Sodium 4.27 .
Strontium . o
Major Anion Sum, meq/L 1.11 Vanadium - .
Major Cation Sum, meq/L 1.08 Zinc <.050 <.050
Anion-Cation Balance, % -1.38

SPECIAL TESTS VALUE
ACIDITY <10.0 APPROVED BY:

DATE: 0929 %






